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Test Results  for 

Lot Number 1 

% Outside  

Tolerance of   

Column C 

% Outside 

Range of 

Column D 

Points  

Using  

Column E 

Sieve Size   A B Avg. Difference    

37.5mm (1 1/2”) 96 100 98 -4 0 1 1 x 1 = 1 

25 mm (1”) 92 95 94 -3 0 0 0 

12.5 mm (1/2”) 56 78 67 -22 0 2 2 x 1 = 2 

4.75 mm (#4) 51 64 58 -13 0 0 0 

2.00 mm (#10) 43 49 46 -6 0 0 0 

0.425 mm (#40) 26 34 30 -8 0 0 0 

0.075 mm (#200) 4 12 8 -8 0 1 1 x 5 = 5 

(Soil Mortar) 

0.425 mm (#40) 60 73 67 -13 0 0 0 

0.075 mm (#200) 28 34 31 -6 0 0 0 

Total Points      8 
 


