
  TABLE OF USUAL HOT POUR CRACK SEALER 

SUPPLIERS And Sampling/Testing Procedures 

Involved NCDOT SPEC 1028-2  (2012) 

NOTE : D3405 has been replaced by ASTM D6690 

 

Version: Rev 12, 

20120402 

Products (NTPEP 

SUBMITTALS) 

HICAMS 

Vendor #  
Manufacturers Remarks 

DuraFill 1190NR 

(D6690 Ty 1) 
JM2 or 

OT454 

P & T Products 

472 Industrial Pkwy 

Sandusky, Ohio 44870 

419-621-1966         

Attn: Jennifer Findlay   

 Ensure the manufacturer or supplier 

furnishes a Type 3 Certified Mill 

Test*(See note) report that must  

 include the results for the Bond 

Test. 

 Verification samples may be taken 

from he job or worksite if Visual 

Inspection (required) fails.  

 

 The Chemical Lab Personnel 

routinely checks the SAP system for 

new PO’s.  Then personnel inspect 

randomly for the PO location. 

 

Roadsaver 221 (D6690 

Ty I/II); Roadsaver 

211 (D6690, Ty I); 

Deery 102 (D6690 Ty 

2); Deery 103GL 

(D6690 Ty 1) 

JM9 

CRAFCO, INC. 

912 Salt Springs Blvd 

Youngstown, OH 44509 

(330)270-3034 

Jim Lippert (Sales) (cell: 602-317-4999) 

 

Same as above. 

Roadsaver 221 (D6690 

Ty I/II); Roadsaver 

211 (D6690, Ty I) 

JM8 

CRAFCO, INC. 

121 Industrial Park Drive 

Halls, TN  38040 

(731)836-5002 

Jim Lippert (Sales) (cell: 602-317-4999) 

 

Same as above. 

Roadsaver 221 (D6690 

Ty I/II); Roadsaver 

211 (D6690, Ty I) 

JM7 

CRAFCO, INC. 

1680 E. Race St. 

Allentown, PA  18103 

800-528-8242 

Jim Lippert (Sales) (cell: 602-317-4999) 

 

Same as above. 

Roadsaver 221 (D6690 

Ty I/II); Roadsaver 

211 (D6690, Ty I) 

JM4 

CRAFCO, INC 

P.O. Box 191 

4
th

 and Duke, Penn Ctrl RR Yard 

                             Northumberland, Pa 17857 

800-521-9593 

Jim Lippert (Sales) (cell: 602-317-4999) 

 

Same as above. 

Beram 195 (D6690 Ty 

II & III) 
JM1 

McAsphalt Industries Limited 

1221 Farewell Street South 

Oshawa, Ontario L1H 6N8 

800-268-4238 

 (Jim Allison) 

Same as above. 

Deery 102 (D6690 Ty 

2); Deery 103GL 

(D6690 Ty 1) 

JM5 or 

OT52 

CRAFCO, INC. Deery  American Corporation   

325 County Road 128A 

Cheyenne, WY  82007 

307-778-8610 

Lisa Zedner ( Extension 10) 

Same as above 

Crackmaster 3405 JM6 

Sealmaster Pavement Products and Equipment 

550 Corporate Dr.,  Raleigh, NC 

(c) 919-210-8518 (Paul Cappabianca) 

“Crackmaster” product   

Same as above  

 

 



 The tests performed on the material in the Materials & Test lab are the Penetration, Softening Point and Flow tests 

(optional). 

 Samples taken by the manufacturer or supplier are for Information Purposes.  Only project or job samples taken by an 

approved Inspector are considered official samples as to the Verification of the material. 

Type 3 Manufacturer’s Certification:* A manufacturer’s certification shall be certified statements that the material 

actually shipped to the project was manufactured by production processes which are periodically and routinely inspected to 

assure conformance to specification requirements. 

****************************************************************************** 

Revision 9, Changed  Deery American to Crafco name due to buyout. 

Revision 10, Adding missing Crafco plants,  JM7, JM8, JM9; Removed  OT50 per Crafco rep;  Removed OT52 Crackfiller 

Mfg (Replaced by JM5); Removed OT454 (Same as JM2); 

Revision 11, Added missing products to JM9 per Crafco rep. email. 

Revision 12, Changed tests performed by M&T lab to make flow test optional. 


