
Appendix F: 
Test Description 

 

 
Test Method Reference 

Saybolt Viscosity AASHTO T 72  
Sieve AASHTO T 59  

Residue and Oil Distillate by 
Distillation 

AASHTO T 59  

Residue by Boildown Company Method  
Residue by Oven Evaporation AASHTO T 59  

Demulsibility AASHTO T 59  
Penetration AASHTO T 49  

Elastic Recovery AASHTO T 301 (Perform at temperature 
specified by NCDOT) 

Softening Point AASHTO T 53 (Perform at temperature 
specified by NCDOT) 

Particle Charge AASHTO T 59  
Ductility AASHTO T 51  

Solubility AASHTO T 44  
Storage Stability (24h) AASHTO T 59  

Specific Gravity/Density 
(Pycnometer) 

AASHTO T 59  

Weight per gallon AASHTO T 59  

 


