
TABLE 2: Assessed Testing Procedure Checklist 

Saybolt Viscosity - Appendix O  

Sieve Test -  Appendix P 

Residue by Evaporation (by Boildown)– Company Method- Appendix Q  
Penetration -  Appendix T 

Residue by Oven Evaporation  - Appendix AA 

Elastic Recovery ( for Producers that furnish CRS-2P) Appendix W  
Residue and Oil Distillate by Distillation – Appendix R 

Demulsibility – Appendix U 

Softening Point – Appendix S 

Particle Charge – Appendix X 

Solubility – Appendix V 

Density – Appendix Z 

Settlement and Storage Stability – Appendix Y 

 


