4. Table 2 — Acceptance Limits of QC-QA Samples — All Producers; ; FOR
INVESTIGATION USE REFERENCE BY NCDOT; (modified 9/18/2014-Three Deviations
from 5 yr mean)

**Acceptance Limits of QC-QA Samples — All

1ABLEZ Producers
** PG Grade Test Method
Acceptance Limits Reference:
Rotational Viscosity @ 135 (Pa-s) AASHTO T 316
PG 58-28: 0.194 3.00
PG 64-22: 0.289 3.00
PG 70-22: 0.463 3.00
PG 76-22: 0.66 3.00
Original Binder: G*/sin delta (kPa) AASHTO T 315
PG 58-28: 1.00 1.97
PG 64-22: 1.00 1.94
PG 70-22: 1.00 2.05
PG 76-22: 1.00 1.87
RTFO/TFO Residue: G*/sin delta (kPa) AASHTO T 315
PG 58-28: 2.20 5.54
PG 64-22: 2.20 5.34
PG 70-22: 2.20 5.58
PG 76-22: 2.20 434
PAV Residue: G*sin delta (kPa) AASHTO T 315
PG 58-28: 1634 5000
PG 64-22: 1440 5000
PG 70-22: 974 5000
PG-70-28: 785 5600
PG 76-22: 542 5000
BBR Creep Stiffness (MPa) AASHTO T 313
PG 58-28: 131 300
PG 64-22: 65 300
PG 70-22: 26 300
PG-70-28: 130 300
PG 76-22: 69 300
BBR Slope -m value AASHTO T 313
PG 58-28: 0.300 0.401
PG 64-22: 0.300 0.415
PG 70-22: 0.300 0.375
PG 76-22: 0.300 0.395

Note: * Acceptance limits values subject to change.

** When an acceptable number of QC data points have been attained from a
Producer and the corresponding NCDOT QA verification data point(s), producer-
specific acceptance limits will then be determined and sent to the Producer upon request.
For an example of typical producer-specific acceptance limits see Appendix X.



