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SUPPLEMENTAL REQUIREMENTS 
 

1. Is Concrete Repair Materials designed in accordance with ASTM C928?   ☐ Yes   ☐ No 

If not, what standard is used: _________________________________________________ 

 
2. Provide a Safety Data Sheet (SDS).  

 
3. Provide a Letter of Compliance stating at a minimum the company name, product name, type 

of concrete repair material, and a statement saying it meets the applicable specification(s) and 

the manufacturer’s currently published physical properties and performance characteristics.  
 

4. Provide a Certified Test data report from an independent laboratory.  
 

5. Provide a current Product Specification Sheet.  

 
6. Provide a Technical data sheet stating at a minimum product description, yield, technical 

information, mixing directions, finishing directions, curing, clean up and precaution/limitat ion.  
 

7. Provide a sample of the product sufficient in size to make twelve 4”x8” cylinders for products 

with aggregates or twelve 2”x2” cubes for products without aggregate. Instructions for 
submitting samples will be provided after receipt of Product Evaluation Program application.   

 
8. Include all specifications that the material meet: 

 

Packaged, Dry Concrete Material  Packaged, Dry Mortar Material 

R1  ☐ R1  ☐ 

R2  ☐ R2  ☐ 

R3  ☐ R3  ☐ 

 

9. Recommended amount of mix water __________ Gal. per lbs. 
 

10. If available, what is the NTPEP Test Number:______________________  


