
GALVANIZING: 
(8-17-10) SP10 R03 
 

Revise the Standard Specifications as follows: 
 
Page 10-150, Subarticle 1076-1, Galvanizing, add a second paragraph as the follows: 
 

Allow the Engineer to obtain samples of molten zinc directly from the galvanizing vat upon 
request. 
 


