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Description

Provide geotextile for subgrade stabilization in accordance with the contract.  Geotextile for subgrade stabilization is required for subgrades to prevent pavement cracking at locations shown in the plans and as directed by the Engineer.  

Materials

Refer to Article 505-2 of the Standard Specifications.
	
	


Construction Methods

[bookmark: _Hlk121952879]Refer to Article 505-3 of the Standard Specifications.

Measurement and Payment

Geotextile for Subgrade Stabilization will be measured and paid in accordance with Article 505-4 of the Standard Specifications.  

