STEEL REINFORCED ELASTOMERIC BEARINGS 
 (6-22-16)
The 2012 Standard Specifications shall be revised as follows:

In Section 1079-2(A) – Elastomeric Bearings add the following after the second paragraph:
Internal holding pins are required for all shim plates when the contract plans indicate the structure contains the necessary corrosion protection for a corrosive site.
Repair laminated (reinforced) bearing pads utilizing external holding pins via vulcanization.  Submit product data for repair material and a detailed application procedure to the Materials and Tests Unit for approval before use and annually thereafter.
