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     (12-12-13)
The 2012 Standard Specifications shall be revised as follows:

Replace the first paragraph of Section 1084-2 – STEEL SHEET PILES with the following:
Steel sheet piles detailed for permanent applications shall be hot rolled and meet ASTM A572 or ASTM A690 unless otherwise required by the plans.  Steel sheet piles shall be coated as required by the plans.  Galvanized sheet piles shall be coated in accordance with Section 1076.  Metallized sheet piles shall be metallized in accordance to the Project Special Provision “Thermal Sprayed Coatings (Metallization)” with an 8 mil, 99.9% aluminum alloy coating and a 0.5 mil seal coating.  Any portion of the metallized sheet piling encased in concrete shall receive a barrier coat.  The barrier coat shall be an approved waterborne coating with a low-viscosity which readily absorbs into the pores of the aluminum thermal sprayed coating.  The waterborne coating shall be applied at a spreading rate that results in a theoretical 1.5 mil dry film thickness.  The manufacturer shall issue a letter of certification that the resin chemistry of the waterborne coating is compatible with the 99.9% aluminum thermal sprayed alloy and suitable for tidal water applications.
