PLACING LOAD ON STRUCTURE MEMBERS
 
 (11-27-12)
The 2012 Standard Specifications shall be revised as follows:

In Section 420-20 – Placing Load on Structure Members replace the first sentence of the fifth paragraph with the following:
Do not place vehicles or construction equipment on a bridge deck until the deck concrete develops the minimum specified 28 day compressive strength and attains an age of at least 7 curing days.
