
 

 

 

Tier 4: Tests Relate to Compressive Strength of Cylindrical Concrete Specimens 

 

 

ASTM               TEST METHOD DESCRIPTION  

 

C39   Compressive Strength of Cylindrical Concrete Specimens 

 

C617   Capping Cylindrical Concrete Specimens 

 

C1231   Use of Unbonded Caps in Determination of Compressive Strength of Hardened  

                                    Cylindrical Concrete Specimens 

 


